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Testing Report Page: 1/1 TESTING REPORT

Declared Principal Name: JH CARBON LIMITED
Declared Principal Address : FLAT/RM 1502 EASEY COMMERCIAL BUILDING 253-261 HENNESSY ROAD WANCHAI,

HONCGKONG, CHINA

Declared Sample Name; Cathode carbon block
Sample Received Date: 2018-11-14
Sample Testing Period: 2018-11-16 — 2018-11-19

Declared Sample Number: JH20181112-2
Sample Condition on Receipt: Lump (0.4kg)

In accordance with instructions received from applicant, we prepared and carried out required test on the sample. The analysis
results reported as follows:
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Remark

Upen Client's request, this test report has been issued as the English version. Only the Chinese version is a legally binding
document and may be used for any legal purpose. In case of any discrepancy between Chinese version and English version,
the Chinese version shall prevail.

WARNING: The sample(s) to which the findings recorded herein (the "Findings") relate was(were) drawn and / or provided by
the Client or by a third party acting at the Client's direction. The Findings constitute no warranty of the sample's
representativeness of any goods and strictly relate to the sample(s). The Company accepts no liability with regard to the origin
or source from which the sample(s) is/are said to be extracted. The test report shall only be used for clients' scientific research,
teaching. internal quality control, product research and development, etc... and just for internal reference.

5GS-CSTC Standards Technical Services(TianJin) Co. Ltd.
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Authorized Signature
2018-11-19
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The report would be invalid without authorized signature. The report shall not be reproduced except in full, without wrilten approval of
the Company.

This document is issuad by the Company under its General Canditions of Service accessible at hitp:/twww.sgs.com/en/Terms-and-
Conditions.aspx. Attention s drawn to the limitation of liability, indemnification and jurisdiction issues defined therein,

Any holder of lhis document is advised that information contained hareon raflects the Company's findings at the tima of its intarvention
only and within the limits of Client's instructions, if any. The Company's sole responsibility is to its Client and this document does not
exanerala parties to a transaction from exercising all their rights and obligations under the transaction documents. Any unauthorizad

It ion, fi falsificati th tent f i wiul and
famra.;:‘l:;nlm?rgﬁm?;wé sification of ﬁoc.%qi ,%?h R{rgﬁﬁgﬂ@%{}gﬂanﬂag li.}h]g‘}l!nl is unlawful and offenders may be pross-cuiec:_lo the
Post Code:300457 Tel:(86 22)65288000 Fax(86 22)25209577 | J MIIN 071529

T o Lid WWW.S@5group.com.cn
e sgs.china@sgs.com

Member of the SGS Group (SGS SA)



